
Nom de la méthode: TG 100µl -5/180°C 20°C/mn  AzoteU

Transition vitreuse
Onset 112.78 °C
Midpoint 120.17 °C
Pt. inflect. 119.50 °C
Pt. final 125.81 °C
Pente inflect. -3.02 mWmin^-1
Vit. chauffe 20.00 °Cmin^-1
Midpoint DIN 119.29 °C
Midpoint ASTM,IEC 119.29 °C
Delta cp DIN 0.199 Jg^-1K^-1
Delta cp ASTM,IEC 0.135 Jg^-1K^-1

Transition vitreuse
Onset 93.56 °C
Midpoint 97.34 °C
Pt. inflect. 97.15 °C
Pt. final 99.64 °C
Pente inflect. -16.05 mWmin^-1
Vit. chauffe 20.00 °Cmin^-1
Midpoint DIN 96.81 °C
Midpoint ASTM,IEC 96.61 °C
Delta cp DIN 0.460 Jg^-1K^-1
Delta cp ASTM,IEC 0.533 Jg^-1K^-1

GS 1222.3 SD 1222.4 100 30 1P 4h 70°C, 02.12.2004 14:26:37
GS 1222.3 SD 1222.4 100 30 1P 4h 70°C, 30.0000 mg

GS 1222.3 SD 1222.4 100 30 2P 4h 70°C, 02.12.2004 14:45:35
GS 1222.3 SD 1222.4 100 30 2P 4h 70°C, 30.0000 mg
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